SOSYMENC

BARIUM SALTS THECNICAL DATA SHEET

(POWDER)
Material Name  Chemical Formula Grade Purity Packaging
A+ 99.9
Barium Carbonate BaCO3 A >08
B >06
A+ 99.9
Barium Sulfate BaSO4 A >08
B >06
A+ 99.9
Barium Chloride BaCl2 A >08 1 kg Bottle
B >96 25kg Bag
A+ 99.9
Barium Nitrate Ba(NO3)2 A >08 1 Ton Jumbo Bag
B >06
A+ 99.9
Barium Silicate BaSiO3 A >08
B >06
A+ 99.9
Barium Sulfide BaS A >98
B >06
A+ 99.9
Barium Oxide BaO A >08
B >06
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SOSYMENC

BARIUM SALTS THECNICAL DATA SHEET

(POWDER)
Barium Carbonate (BaCO3)
Component Grade B Grade A Grade A+
Appearance White Powder
Density 3.9g/cm3
Average Particle Size 0.1- 10 pm Customized
Purity >96 % >98 % 99.90%
Moisture <1.0 <1.0 <0.1
BaSO4 + SrS0O4 <2.0 <1.0 <0.03
Ca0 + CaCo3 <1.0 <0.5 <0.03
Water Soluble Salts <0.3 <0.2 <0.02
Barium Sulfate (BaS04)
Component Grade B Grade A Grade A+
Appearance White Powder
Density 43-45g/cm3
Average Particle Size 0.1- 10 pm Customized
Purity >96 % >98 % 99.90%
Moisture <1.0 <1.0 <0.1
Ca0 + CaCo3 <2.0 <1.0 <0.03
Si02 <0.5 <0.2 <0.03
Fe <0.2 <0.1 <0.02
Sr <0.2 <0.1 <0.02
Water Soluble Salts <0.3 <0.2 <0.02
Barium Oxide (BaO)
Component Grade B Grade A Grade A+
Appearance White Powder
Average Particle Size 0.1- 10 pm Customized
Density 5.7 g/cm3
Purity >96 % >98 % 99.90%
Moisture <1.0 <1.0 <0.1
Ca0 + CaCo3 <1.0 <0.5 <0.03
Si02 <0.5 <0.2 <0.03
Fe <0.2 <0.1 <0.02
Sr <0.2 <0.1 <0.02
Water Soluble Salts <0.3 <0.2 <0.02
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SOSYMENC
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(POWDER)
Barium Silicate (BaSiO3)
Component Grade B Grade A Grade A+
Appearance White Powder
Average Particle Size 0.1- 10 pm Customized
Density 1.67 g/cm3
Purity >96 % >98 % 99.90%
Moisture <1.0 <1.0 <0.1
BaSO4 + SrS0O4 <2.0 <1.0 <0.03
Ca0o + CaCo3 <1.0 <0.5 <0.03
Water Soluble Salts <0.3 <0.2 <0.02
Barium Sulfide (BaS)
Component Grade B Grade A Grade A+
Appearance White Powder
Average Particle Size 0.1- 10 pm Customized
Density 4.25 g/cm3
Purity >96 % >98 % 99.90%
Moisture <1.0 <1.0 <0.1
BaSO4 + SrS0O4 <2.0 <1.0 <0.03
Ca0 + CaCo3 <1.0 <0.5 <0.03
Water Soluble Salts <0.3 <0.2 <0.02
Barium Chloride (BaCl2)
Component Grade B Grade A Grade A+
Appearance White Crystalline Solid
Density 3.8 g/cm3
Purity >96 % >98 % 99.90%
Insoluble Content <0.3 <0.1 <0.01
Barium Nitrate (Ba(NO3)2)
Component Grade B Grade A Grade A+
Appearance White Crystalline Solid
Density 3.24 g/cm3
Purity >96 % >98 % 99.90%
Insoluble Content <0.3 <0.1 <0.01
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